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Report No.  A2220066467101002E Page 1 of 8
WEHRKATBHK WU AR A IR A
Company Name SI CHUAN PRECISION ELECTONIC CO.,LTD.
shown on Report
Hh b5 DO 1148 28 7 T B Lok el (X BH 2 K iE 3235
Address NO323,MINGXING AVENUE CHUANGXIN INDUSTRIAL
PARK,SUINING,SICHUAN

PATF R4 d B di A5 B B R 2 RO F A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

FF i 44 ToHy (Z6#%) 1R

Sample Name Lead-free tin printed circuit board

FE iR H 1A 2022.02.28

Sample Received Date Feb. 28, 2022

FE S A I H 4 2022.02.28-2022.03.04

Testing Period Feb. 28, 2022 to Mar. 4, 2022

Tl E R MR 2R, MR R g (Ph), #7(Cd), RHg), M ‘&i&
B (Cr(VI)), ZIRELK(PBBs), Z ¥ _JKT (PBDEs), 4B2K — HIERTHH (DBP, EXN

BBP, DEHP, DIBP) ATl .

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

i
ETEs,

TR A 378 A 25 R HZ T
Test Method/Test Result(s) Please refer to the following page(s).

4(*%2 #H 5 fﬁﬂj

Reviewed by
g Fx nm
Date 2022.03.04
77 B
ZPLEF N Lab Authorized Signatory No. R530011001
WEZEA By A B 2 ) J7ARAEVRYIT 5 22 DB 2 AT M AR A X AR A DR
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ER KRR KR E KRR KRRk R AR Rk k kAR Rk k ok kR Rk k ok kR Rk ok k kR Rk k kR Rk k sk k kR Rk k ok kk kR ks k ok k ok k ok ok kR % %

Z518 Conclusion
JU AL RIEATAE/H0 4 yem

Tested Sample According to standard/directive Result
il Rk RIS T4 4-2011/65/EU R AL T $5 4 (U) o
Submitted Sample 2015/863
RoHS Directive 2011/65/EU with amendment PASS
(EU) 2015/863

sk sk sk sk sk sk skoskosk sk sk sk sk skosk sk sk sk sk skosk sk sk ke sk skosk sk sk sk sk skoskeosk sk sk sk sk skosk sk sk sk sk sosk sk sk sk sk skskosk sk sk sk skosk sk sk skosk sk sk sosk sk sk skosk sk sk skosk sk sk sk sk sk sk sk sk sk skoskosk ok

By 27K I 235 396 A2 W RoHS 6 4-2011/65/EU L HABTT 454 (BU)  2015/863F R IR {E -
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with
amendment (EU) 2015/863.
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iﬁﬂﬂﬁiﬁ Test Method
o NN A 25
A H Wy i ﬁffﬁff
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NS IEC 62321-7-2:2017F1/8{IEC

Hexavalent Chromium (Cr(VI))

62321-5: 20133 A8 & &
1IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

Z BEOR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
% IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR — IR I IEC 62321-8:2017 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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WRIT H Tested Item(s) £ EL Result Tr A R RRAE
MDL Limit

Y Lead (Pb) N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg 100 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg 1000 mg/kg

7N Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg 1000 mg/kg

R EH Tested Item(s) £ EL Result T3 EERL H R FRAE
MDL Limit

ZIRELE Polybrominated Biphenyls (PBBs)

— IR Monobromobiphenyl N.D. 5 mg/kg

TRBEZ Dibromobiphenyl N.D. 5 mg/kg

ZIREXZE Tribromobiphenyl N.D. 5 mg/kg

VO R B Tetrabromobiphenyl N.D. 5 mg/kg

FIRER Pentabromobiphenyl N.D. 5 mg/kg 1000 mg/kg

7NUREEZR Hexabromobiphenyl N.D. 5 mg/kg

LIREXZE Heptabromobiphenyl N.D. 5 mg/kg

JUIRIEZE Octabromobiphenyl N.D. 5 mg/kg

JUIREER Nonabromobiphenyl N.D. 5 mg/kg

+VRELAR Decabromobiphenyl ND. 5 mg/kg

PRI H Tested Item(s) 55 Result TR H R FRAE
MDL Limit

£ ] —ZXBf Polybrominated Diphenyl Ethers (PBDEs)

— R KM Monobromodiphenyl ether N.D. 5 mg/kg

TR KM Dibromodiphenyl ether N.D. 5 mg/kg

=R T KM# Tribromodiphenyl ether N.D. 5 mg/kg

VO YR — 2 ik Tetrabromodiphenyl ether N.D. 5 mg/kg

TR KM Pentabromodiphenyl ether N.D. 5 mg/kg 1000 mg/kg

75VR TR Hexabromodiphenyl ether N.D. 5 mg/kg

LR IR Heptabromodiphenyl ether N.D. 5 mg/kg

JUR K Rk Octabromodiphenyl ether N.D. 5 mg/kg

JUIR — KM Nonabromodiphenyl ether N.D. 5 mg/kg

+ ¥R KM Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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il 45 5 Test Result(s)

WRIT H Tested Item(s) £ EL Result Tr A R RRAE
MDL Limit

4B Z% — FHERTE Phthalates (DBP, BBP, DEHP, DIBP)

A8 —HR —T'l8 Dibutyl phthalate N.D. 50 mg/kg 1000 mg/kg

(DBP)

CAS#:84-74-2

AR ZHIR T AR R Butyl benzyl N.D. 50 mg/kg 1000 mg/kg

phthalate (BBP)

CAS#:85-68-7

Ah2K — HIEE — (2-2.3%) 2 fi§ Di- N.D. 50 mg/kg 1000 mg/kg

(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

AR H I 5 THE Diisobutyl N.D. 50 mg/kg 1000 mg/kg
phthalate (DIBP)

CAS#:84-69-5

B /B R PCB CREAAII0)

Sample/Part Description PCB (Tested as a whole)

FE: WTRNE, 8, RZEmEHMReE.

-HREMFER, #RIOEE—PRS, HFREAIR, MRS RAIREAN R
M —F R MRS E.

ND. =Rl ChFIrds )

-mg/kg =ppm= H i —

-1000 mg/kg = 0.1%

Remark: -The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-The sample(s) was tested as a whole, because it's impossible to disassemble or
separate it by current equipment and technology. The result(s) shown on this report
may be different from the content of any homogeneous material.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-1000 mg/kg =0.1%
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Lead (Pb), Cadmium (Cd), Chromium (Cr)
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FrREF& T & 3N
Weigh sample and place it
in a vessel

—

DA H i)
Add digestion reagent

TH R

Digest the sample

Y A7 ik AL B
e . Dry Ashing/ )

ICP-OES ;e R

H s LETK E o Alkali Fusion/ Residue it i
' Make up with Acid Dissolution <:
Analyzed by deionized - Filtration
ICP-OES eionized water .
Solution
2. 7k (Hg)

Mercury (Hg)

PRt TR 8 7 a8 I i 7] TE LR T AP o 3 R A

Weigh sample and place itin a
microwave digestion vessel

Add digestion reagent

Digest sample in microwave

digestion oven

AR

Frik A ER
Jil ICP-OES £ TKER Alkali Fusion/ Residue e
S HiT . : Acid Dissolution oI

Analyzed by N'Iaké b <: Filtration

ICP-OES deionized water .

7
Solution
3. A& Cr (V)
Hexavalent Chromium (Cr(VI))
FRERE ST 22 P "
Weigh sample and place it — n ).\ i ﬁiﬁ il 11
in a vessel Add digestion reagent Digest the sample
i X AEEE pH A BH,

Cool and filter

i UV-Vis 47 #7
Analyzed by UV-Vis

| : .
Add test solution ~ Adjust the pH N alue
of the solution
Y pHL MR TAEE
Adjust the pH value — Make up with
of the solution deionized water
00-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-336817
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4. ZWHEHK (PBBs), %R ZKEK (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

WEFMTEET F A 1L 7 A B R RUT
Weigh le and pl — Extracted with —"
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
i GOMS A AR e et
ake up wit f— ranster the extract into a
(— Make up with (=1 Transfertt '
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 4BZ _FERFEE (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)
WEEMTEEGH FA HLIA 77 3K B TR RER
Weigh le and pl " Extracted with —"
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
— Make up with K Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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B an B A

Photo(s) of the sample(s)
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10 20 K

7 B Statement:

Lo AR & ot AR B B Sl T g 5 0K
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. REIRA T AR AMBE . B SRS B i R SR AL, W N SR DT, CTIRIZSEH
B
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR AN RANS SR 47 T
The result(s) shown in this report refer(s) only to the sample(s) tested,

4. RECTIRHFEE, A EHAMRE:
Without written approval of CTI, this report can’t be reproduced except in full;

5. GRS PSS N B S PN ER R, Bl SONHES
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

e

*** End of report ***
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